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Attention:   Ghislain Beauregard 
REPORT OF MECHANICAL TESTS

SAMPLE ID:  7/64 lot Hole  

SUBJECT:  Pull Test  

INSTRUMENT:  Instron Model 5500R (Cal Due: 3/23/16) w/ Bluehill 3 Software  

TEST CONDITION:  70°F/50Rh 

RESULTS: 

                                                                                                                     Figure 1: Failure

Karl Schmitz, Director 
KS/tlh          Materials Testing 

Specimen
Number

Pull Test
Max Load

(lbs)

1 733.29


